Volume 2		Series NG 2000
Notes for Guidance on the Specification for Road Works	Waterproofing for Concrete Structures
[bookmark: _Toc280089725][bookmark: _Toc280093377][bookmark: _Toc280251397][bookmark: _GoBack]NG	Sample Appendices

NG Sample Appendix 20/1: Waterproofing for Concrete Structures
[Note to compiler: This should include:] 
1	Any restrictions on the use of proprietary materials for waterproofing below-ground concrete surfaces [2004.2]. 
2	Requirements for non-destructive integrity test(s) compatible with the water proofing system [2007.1].
3	Known details of existing waterproofing system where repair or replacement is required [2011].
4	Additional requirements for the repair or replacement of existing waterproofing systems [2011].
[Note to compiler: Surfaces that deviate from a U4 finish may require further deck preparation and/or additional material over the amount specified in the NSAI Agrément Certificate or equivalent certification to ensure that a minimum of 2mm coverage is achieved.] 
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